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Abstract: Even though the performance of photovoltaic/thermal (PV/T) panels had been 
examined both computationally and experimentally for some time, the thermal models created 
in earlier research were mostly steady-state models for estimating the annual yields. In this 
study, the solar thermal collector and photovoltaic (PV) cells are combined to create the PV/T 
collector, and water-ethylene glycol is utilized as a coolant to lower the temperature of the PV 
panels. The goal of this study is to analyze a water-ethylene glycol-based PV/T collector 
numerically. Time-dependent dynamic analyzes were performed using the MATLAB software 
program. Investigations were also done into how the electrical power produced and the 
temperatures of the fluid outlet and PV/T surface changed over time. As a result of the annual 
analysis, the maximum power of PV/T is calculated as 155 W. Also, the maximum surface 
temperature of PV/T panel’s is 56.62°C. 
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Öz: Fotovoltaik-termal (PV/T) kollektörlerin performansı bir süredir hem hesaplamalı hem de 
deneysel olarak araştırılmış olsa da, daha önceki araştırmalarda oluşturulan termal modeller 
çoğunlukla yıllık verimleri tahmin etmek için kararlı hal modelleriydi. Bu çalışmada fotovoltaik 
(PV) hücreler ve termal toplayıcı, PV/T toplayıcıyı oluşturmak için bir sisteme entegre 
edilmiştir ve su-etilen glikol, PV hücrelerinin sıcaklığını düşürmek için bir soğutucu olarak 
kullanılmıştır. Bu çalışmanın amacı, su-etilen glikol bazlı bir PV/T toplayıcıyı sayısal olarak 
analiz etmektir. Zamana bağlı dinamik analizler MATLAB yazılım programı kullanılarak 
yapılmıştır. Ayrıca PV/T yüzey sıcaklığının, akışkan çıkış sıcaklığının ve elde edilen elektriksel 
gücün zamanla değişimleri incelenmiştir. 

  

 
1. Introduction 
 
Renewable, also known as alternative energy resources, 
are resources that are inexhaustible and have the 
potential to be renewed. Since renewable energy 
resources are clean and environmentally friendly, 
energy production from these sources is increasing 
rapidly in our country and in the world. In addition to 
widely used energy sources like wind and solar energy, 
there are renewable energy resources such as hydrogen, 
biomass, and hydroelectricity used in different 
applications. Solar energy, which is widely used among 
renewable energy sources, has gained importance in 

recent years to meet increasing energy needs. Solar 
energy is an inexhaustible, clean, environmentally 
friendly, free energy source that does not emit sulfur, 
carbon, and gas. The sun is the main energy source for 
all fuels used on earth, except nuclear fuels. Reactions 
occur in which hydrogen gas is constantly transformed 
into helium, the resulting mass difference is 
transformed into thermal energy and spreads, and a 
small part of this energy reaches the earth. Since gases 
such as carbon dioxide, ozone, and water vapor in the 
atmosphere absorb solar radiation, the sunlight 
reaching the earth is at low values. As can be seen in Fig. 
1, our country has a very rich solar energy potential. 
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New technologies are developing to evaluate this 
energy, and studies in this field are increasing day by 
day. 

 
Figure 1. Sunbathing map of Türkiye [1] 

 
Solar energy is mainly used for two different purposes: 
thermal energy and electrical energy. While various 
technologies are used for these aims, the efficiency of 
these technologies is increasing daily. Solar energy 
conversion to thermal energy takes place with solar 
collectors [2]. Photovoltaic technologies are widely 
used to obtain direct electrical power from solar energy 
[3]. 
 
Only 15% to 20% of solar energy can be converted into 
electricity when PV systems are utilized to generate 
electricity from it; the remainder is converted to 
thermal energy. This thermal energy can be easily 
absorbed by the PV device and causes the operating 
temperature to rise to 80°C [4]. The temperature of the 
PV solar panel reduces by about 0.2 – 0.5% for each 
degree Celsius as the solar radiation increases [5]. 
Large-scale heat extraction using a fluid circulation 
system that is induced or natural could solve this issue. 
 
By simultaneously producing thermal and electrical 
energy, PV/T energy systems that feature combined PV 
cells and heat evacuation devices have developed an 
effective replacement for PV systems [6]. The PV/T 
systems seen in Figure 2, which are the result of 
innovative technologies in solar energy systems, allow 
the production of thermal and electrical energy at low 
temperatures by combining thermal collectors and 
photovoltaic cells. In these systems, PV cells in contact 
with the absorber surface co-convert some solar 
irradiation into electrical power, and the surplus heat 
energy produced in the PV cells is taken as the input of 
the thermal system. A heat carrier takes this heat from 
the surface and absorber cells when the system is in use. 
Thus, both the cells are cooled, thermal energy is 
obtained, and the panel's efficiency is increased [7]. 
PV/T panels could be categorized according to the 
various types of coolant used: water, air, and refrigerant. 
In addition, according to the physical design of the 
panels, they could be distinguished as concentrated, 
building integrated type, or flat plate type [8]. 
 

 
Figure 2. PV/T collector system elements [9] 

 
Recently, study on PV/T systems has been increasing 
rapidly. Wolf [10], one of the first research articles on 
PV/T panels, evaluated the performances of a system in 
this study. His results showed that solar cogeneration 
systems are practically applicable. Rejeb et al. [11] 
focused on developing a PV/T and applied their 
designed model to optimize the operation of the PV/T 
panel in a semi-arid climate. Based on the energy 
balance of the collector's six major parts— PV cells, 
transparent cover, plate absorber, pipe, water in the 
pipe, and insulation—a model was created to predict 
the dynamic behavior of the collector. By comparing the 
experimental results that are available in the literature, 
they were able to demonstrate that there is a good 
agreement with the simulation results that were 
achieved. The electrical and heat energy of the tube 
collector and sheet were examined using the 
constructed model for four typical yearly days using the 
meteorological data for Tunisia. The effects of inlet 
water temperature, the number of glass covers, solar 
irradiation, and the conductive heat transfer coefficient 
between plate absorber and PV cells on thermal and 
electrical efficiency were also investigated using 
parametric analyses. A model for the simulation of a 
photovoltaic thermal collector in a transient regime 
was created and validated by Simonetti et al. [12]. On 
two hybrid PV/T solar tiles connected in series, they ran 
a two-week test in actual ambient weather conditions 
to validate the model. The average electrical efficiency 
was calculated by Joy et al. [13] to be 9.56% without 
cooling and 10.69% and 11.23% with water and water-
ethylene glycol cooling, respectively. They carried out 
an experimental investigation of a PV panel using a 
mixture of water and water-ethylene glycol as the 
coolant. They also came to the conclusion that using 
water or water-ethylene glycol, respectively, resulted in 
the average thermal efficiency of the panel of 46.18% 
and 17.94%. Using nanofluids, Jia et al. [14] looked into 
the examination of a PV/T panel. Mathematical models 
of the PV/T panels were suggested in order to draw 
additional conclusions regarding how operating 
parameters affect the performance of the collector. 
They looked at the impact of nanofluid type and volume 
concentration on PV conversion efficiency, PV cell 
temperature, and thermal and electrical power in their 
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study. The results of a study on the effects of PV 
collector characteristics on performance were also 
discussed. They came to the conclusion that TiO2/water 
nanofluid performed worse in the PV/T collector than 
Al2O3/water nanofluid did. 
 
There are two various analyzes of PVT modeling in the 
literature. Firstly, it is based on numerical analysis by 
separately writing differential equations for all layers of 
the PV/T system. The second approach for the PV/T is 
making analyzes based on a single differential equation 
by considering it as a single layer. In this work, PV/T is 
considered as a single layer, and dynamic modeling is 
performed, in which both the PV/T surface temperature 
and the temperature changes of the heat transfer fluid 
over time. 
 
2. Mathematical Modeling  
 
In photovoltaic thermal systems, some solar irradiation 
is transformed into electrical energy, while a large part 
of it creates a thermal load on the material. This thermal 
load can reduce the collector's efficiency and damage 
the material's structure. PV/T systems have been 
designed to minimize this thermal load created by solar 
irradiation that cannot be converted into electrical 
energy in the collector. These hybrid systems can 
simultaneously provide hot air or domestic water and 
electrical power. The most widely used PV/T type is the 
system where hot water is provided. While these 
systems generate electrical energy with the modules on 
their upper surfaces, they store the domestic water with 
the copper plates on the back of the collector. Thanks to 
the working fluid in the collector, the temperature of 
the cell is diminished, and the electrical energy 
efficiency is raised [15]. The schematic representation 
of the PV/T panel is shown in Figure 3. As seen from the 
figure, the PV/T collector comprises a set of PV panel, a 
glass cover, pipes, an absorber surface, and insulation 
[13]. In Figure 3, the thermal resistance network of the 
PV/T panel is shown. 
 
The following assumptions were considered in the 
PV/T mathematical modeling [16]: 
 
1) PV/T panels are connected in series. 
2) Air gaps between the glass cover and the PV cells are 

neglected. 
3) PV/T is considered as a single layer, and heat 

transfer between layers is neglected. 
4) PV/T mass and specific heat capacity are neglected. 
5) Heat transfer by natural convection is neglected, and 

heat losses by wind are only considered for the 
upper surface of the collector. 

6) The heat losses from the edge surfaces of the PV/T 
panel are neglected. 

7) The thermal capacities of the PV/T components are 
neglected. Only the thermal capacities of the heat 
transfer fluid are considered. 

 

 

 

 
 

Figure 3. PV/T collector schematic and thermal 
resistance network (adapted from Ref. 
[15]) 
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The properties of PV/T panel used in the mathematical 
modeling are given in Table 1. 
 

Table 1. Properties of PV/T panel working with 
ethylene glycol –water mixture 

Basic data  Value  
PV/T length  L(m) 1.649 [9] 

PV/T width   W (m) 0.992 [9] 

PV/T total area   APV/T (m2) 1.635 

PV/T cell area  Acell (m2) 1.417 

PV/T mass   mPV/T (kg) 3.75 

PV/T specific heat   CpPV/T (J/kgK) 8081 

PV/T conductivity   kPV/T (W/mK)       187.1 

PV/T thickness   λPV/T (m)                                    0.0065 

Absorptivity coefficient  α 0.85 

Emissivity coefficient  ε 0.88 

Transmissivity coefficient  τ 0.9 

Packing factor  PF 0.9 

Electrical data    

Cell type   p-Si 

Reference electrical 
efficiency     

  ηref (%) 0.143 

Temperature power 
coefficient               

  β (1/K) 0.0046 

Thermal data    

Mass flow rate                              ṁHTF (kg/s) 0.002 

Number of tube                                      ntube 10 

External tube diameter                             D (m) 0.008 

Internal tube diameter                                Di (m) 0.006 

Distance between tubes   w (m) 0.099 

Insulation thickness   λback (m) 0.03 

Insulation conductivity   kback (W/mK) 0.04 

Boundary conductivity   kbond (W/mK) 250 

Boundary width                               bbond (m) 0.01 

Boundary thickness                             λbond (m)                              0.05 

Boundary heat transfer 
coefficient     

  hca (W/m2K) 30.3214 

 
In this work, heat that had accumulated in various parts 
of the hybrid solar system was removed using ethylene 
glycol-water as a heat transfer fluid. 50% by weight 
ethylene glycol-water mixture has been shown to have 
a higher energy and exergy efficiency than pure 
ethylene glycol and a lower freezing point than pure 
ethylene glycol when used as the working fluid for PV/T. 
As a result, ethylene glycol-water mixture (50 percent 
by weight) was utilized as a working fluid that was 
appropriate for cold climates. Temperature-dependent 
thermophysical properties for ethylene glycol (50%) 
were formulated using curve-fit curves from the 
Engineering Equation Solver (EES) [17] database. 
Required property values in the following equation: 
 
𝑦 = 𝑎 + 𝑏𝑇 + 𝑐𝑇2 + 𝑑𝑇3 + 𝑒𝑇4 + 𝑓𝑇5 + 𝑔𝑇6 (1) 
 
In the above equation, y is the thermophysical property 
(Cp, k, ρ, μ, Pr), and the coefficients a, b, c, d, e, f, and g 
are obtained for the temperature of T = 25°C and 

pressure of P = 101.325 kPa. Various thermophysical 
property coefficients can be defined for different 
temperature and pressure values. These coefficients 
are obtained from the real table value with the help of 
curve-fitting methods. In determining the size of the 
linear regression error in curve fittings, the correlation 
coefficient 'R2' is determined. An R2 value close to 1 
means that the fitted curve best expresses the data. 
Table 2 shows the equation coefficients of the 
thermophysical properties of the water-ethylene glycol 
mixture (50% by weight). 
 
Table 2. Coefficients of the thermophysical properties 

in Equation (1) 

 
Cp 

(kj/kgK) 
k 

(W/m2K) 
𝛒 

(m3/kg) 
𝛍 

(kg/ms) 
Pr 

a 3202.88 0.37 1074.62 0 67.19 

b 5.64 0.0006 -0.43 -0.0002 -2.48 

c -0.008 3.17×10-7 -0.002 0.000009 0.081 

d -0.0003 -50 0.000006 -42 -0.0029 

e 0 0 0 7.3×10-9 0.00006 

f 0 0 0 -80.3 -64.7 

g 0 0 0 2.39×10-13 1.98×10-9 

 
The heat transfer coefficient of the working fluid in the 
pipe by convection is calculated as follows: 
 

ℎ𝑓 =
𝑁𝑢𝑘

𝐷𝑖

 (2) 

 
Here, hf (W/m2K) is the heat transfer coefficient of the 
fluid, and k (W/mK) is the thermal conductivity of the 
fluid. To calculate the hf value of the working fluid, the 
Reynolds (Re) number must first be determined. 
 

𝑅𝑒 =
𝜌𝑉𝐷𝑖

𝜇
 (3) 

 
where ρ (kg/m3) is the density of the fluid, V (m/s) is 
the velocity of the fluid, Di (m) is the inner diameter of 
the pipe, and μ (kg/ms) is the absolute viscosity. If 
Re<2500, laminar flow occurs, if Re≥2500, turbulent 
flow occurs in the pipe [18]. 
 
L (m), the hydrodynamic inlet length, is expressed as 
the length from the pipe inlet where the shear stress 
(and, therefore, the friction factor) approaches the fully 
developed value by 2% [18]. The hydrodynamic inlet 
lengths in laminar and turbulent flow are calculated as 
follows: 
 
𝐿𝑙𝑎𝑚𝑖𝑛𝑎𝑟 = 0.05𝑅𝑒𝐷   (4) 
 
𝐿𝑡𝑢𝑟𝑏𝑢𝑙𝑒𝑛𝑡 = 10𝐷 (5) 
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𝑥∗ =
𝐿

𝑅𝑒𝑃𝑟𝐷
 (6) 

 
Here, Pr is the Prandtl number, and D (m) is the 
hydraulic diameter. 
 
The Nusselt number for thermally developing laminar 
flow is determined by Equation (7) and Equation (8): 
 

𝑁𝑢 = 1.953(𝑥∗)−
1
3                 𝑥∗ ≤ 0.03 (7) 

 

𝑁𝑢 = 4.364 +
0.0722

(𝑥∗)−
1
3

          𝑥∗ > 0.03 (8) 

 
In the case of turbulent flow, the Nusselt number can be 
determined by Equation (9) as [18]: 
 

𝑁𝑢 =

𝑓
8

(𝑅𝑒 − 1000)𝑃𝑟 

1 + 12.7 (
𝑓
8

)

1
2

(𝑃𝑟 

2
3

− 1)

 
(9) 

 
Here f is the friction factor, and it is determined by 
Equation (10) [15]: 
 

𝑓 =
1

(0.79 𝑙𝑛(𝑅𝑒) − 1.64)2
 (10) 

 
The total heat loss coefficient UL (W/m2K) in the 
collectors is calculated by Equation (11). Here, Ue 
(W/m2K) heat losses from the side surfaces are 
disregarded, while the total heat loss from the collector 
is calculated with the sum of the heat losses from the 
upper and lower surfaces [18]: 
 
𝑈𝐿 =  𝑈𝑡 + 𝑈𝑏  (11) 
 
where Ut (W/m2K) denotes the heat loss coefficient 
from the collector top surface, and Ub (W/m2K) 
represents the loss coefficient from the collector back 
surface [15]: 
 
𝑈𝑡 = ℎ𝑐𝑜𝑛𝑣 + ℎ𝑟𝑎𝑑  (12) 
 
Here, hconv (W/m2K) denotes the heat transfer 
coefficient with forced convection, and hrad (W/m2K) 
denotes the heat transfer coefficient with radiation 
[15]: 
 
ℎ𝑐𝑜𝑛𝑣 = 2.2𝑉𝑤𝑖𝑛𝑑 + 8.3    (13) 
 

ℎ𝑟𝑎𝑑 = 𝜀𝜎(𝑇𝑃𝑉/𝑇
2 + 𝑇𝑠𝑘𝑦

2 )(𝑇𝑃𝑉/𝑇 + 𝑇𝑠𝑘𝑦) (14) 

 
𝑇𝑠𝑘𝑦 = 0.0552𝑇𝑎𝑚𝑏

1.5  (15) 

 

Here, Vwind (m/s) represents the average wind speed, 
TPV/T (K) means the average PV /T surface temperature, 
Tsky (K) represents the sky temperature, and Tamb (K) the 
ambient temperature [19]: 

𝑈𝑏 =
𝑘𝑏𝑎𝑐𝑘

𝜆𝑏𝑎𝑐𝑘

 (16) 

 
Here, kback (W/mK) represents the thermal conductivity 
of the back surface insulation material, and λback (m) 
refers to the thickness of the back surface insulation 
material. 
 
A one-dimensional steady-state model was developed 
to study the thermal and electrical efficiency of PV/T 
systems, and Hottel-Whillier equations were employed 
in these calculations. The overall energy balance of the 
PV/T collector is calculated by Equation (17) [16]: 
 

�̇�𝑢 = 𝐹𝑅 (𝐼(𝛼𝜏)(𝐴𝑃𝑉/𝑇 − 𝐴𝑐𝑒𝑙𝑙𝜂𝑒𝑙))

− (𝐴𝑃𝑉/𝑇𝑈𝐿(𝑇𝑖𝑛 − 𝑇𝑜𝑢𝑡)) 
(17) 

 
Here, �̇�𝑢 (W) represents the useful heat supplied from 
the collector, I (W/m2) solar radiation, (𝛼𝜏) 
absorbance-permeability coefficient, ηel collector 
electrical efficiency, APV/T (m2) collector surface area, 
Acell (m2) PV/T cell area, Tin (K) fluid inlet temperature. 
 
The collector heat gains factor (FR) is calculated by 
Equation (18) as follows [19]: 
 

𝐹𝑅 =
�̇�𝐻𝑇𝐹𝑐𝑝

𝐴𝑃𝑉/𝑇𝑈𝐿

(1 − 𝑒𝑥𝑝 (
−𝐴𝑃𝑉/𝑇𝑈𝐿𝐹′

 �̇�𝐻𝑇𝐹𝑐𝑝

)) (18) 

 
Here, ṁHTF (kg/s) is the mass flow rate of the fluid, cp 
(J/kgK) is the specific heat capacity of the fluid, and F' is 
the collector efficiency factor. 

𝐹′ =

1
𝑈𝐿

𝑤 (
1

𝑈𝐿(𝐷 + (𝑊 − 𝐷)𝐹)
+

1
ℎ𝑐𝑎

+
1

𝛱𝐷𝑖ℎ𝑓
)

 (19) 

 
Here, w (m) is the space between the pipes through 
which the PV/T fluid passes, D (m) is the outer diameter 
of the tube, hca (W/m2K) is the boundary heat transfer 
coefficient, Di (m) is the inner diameter of the tube, hf 
(W/ m2K) represents the heat transfer coefficient of the 
fluid. 

𝐹 =
𝑡𝑎𝑛ℎ (

𝑚(𝑤 − 𝐷)
2

)

𝑚(𝑤 − 𝐷)
2

 (20) 

 
The value of m here is calculated by Equation (21): 

𝑚 = √
𝑈𝐿

(𝑘𝜆)𝑃𝑉/𝑇

 (21) 
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Pel, which is the electrical power gained from PV/T, is 
calculated by Equation (22) [16]: 

 
𝑃𝑒𝑙 = 𝜂𝑒𝑙𝐼𝐴𝑐𝑒𝑙𝑙(𝛼𝜏) (22) 

 
Average PV/T temperature TPV/T is calculated by 
Equation (23) [15]: 
 

𝑇𝑃𝑉/𝑇 = 𝑇𝑖𝑛 + (
�̇�𝑢

𝐴𝑃𝑉/𝑇𝐹𝑅𝑈𝐿

) (1 − 𝐹𝑅) (23) 

 
Also, the fluid mean outlet temperature THTF (K) can be 
found by Equation (24): 

 

𝑇𝐻𝑇𝐹 =  �̇�𝑢 +
�̇�𝐻𝑇𝐹𝑐𝑝(𝑇𝑖𝑛 − 𝑇𝑜𝑢𝑡)𝑑𝑡

𝑚𝐻𝑇𝐹𝑐𝑝

+ 𝑇𝑜𝑢𝑡  (24) 

 
Electrical and thermal efficiencies of PV/T could be 
calculated using Equation (25) and Equation (26) [20]: 
 

𝜂𝑒𝑙 = 𝜂𝑟𝑒𝑓 (1 − 𝛽 (𝑇𝑃𝑉
𝑇

− 𝑇𝑎𝑚𝑏))  (25) 

 
Here, ηref denotes the electrical efficiency at the 
reference point, and β denotes the temperature power 
coefficient. 
 

𝜂𝑡ℎ =
�̇�𝐻𝑇𝐹𝑐𝑝(𝑇𝐻𝑇𝐹 − 𝑇𝑖𝑛)

𝐼(𝛼𝜏)𝐴𝑃𝑉/𝑇

 (26) 

 
The total efficiency of the PV/T system is determined by 
Equation (27): 
 
𝜂𝑃𝑉/𝑇 = 𝜂𝑒𝑙 +  𝜂𝑡ℎ  (27) 

 
3. Results and Discussion 
 
This study develops and validates a model for the 
simulation of a hybrid PV/T panel in the transient 
regime. Generally speaking, the model was created 
using MATLAB simulation software. For the time-
dependent dynamic models to be made in this study, it 
is necessary to determine the annual solar radiation, 
environmental temperature, and wind speed changes of 
İzmir province. For this purpose, yearly meteorological 
data of İzmir province were taken from the Meteonorm 
[21] library in TRNSYS software and shown in Figure 4. 
 
 
 
 
 

 
(a)  

 

 
(b) 

 
(c) 

Figure 4. Annual meteorological data for İzmir (a) Solar 
irradiation intensity (b) Wind speed (c) 
Ambient temperature 

 
In Figure 5, the graph of variation of the collector flow 
factor (F'') and the dimensionless number ( ṁ cp) / 
(AULF') in the reference study by Duffie and Beckman 
[22] was shown to validate the current mathematical 
model. As can be seen from the figure, the trend in the 
PV/T mathematical modeling and the trend in the 
reference study are compatible with each other. 
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Figure 5. PV/T collector flow factor F" as a function of 

(ṁHTF Cp)/(APV/T UL F′) 

 
Figure 6 depicts the PV/T surface temperature's 
fluctuation over the first three days of January. The 
PV/T surface temperature rises as solar irradiation 
rises, as shown in the figure. The three-day analysis 
produced a maximum panel temperature estimate of 
about 40°C. 

 
Figure 6. Variation of the PV/T surface temperature 

with time 
 
Figure 7 shows the change in the heat transfer fluid's 
output temperature over time. The output temperature 
of the heat transfer fluid rises with an increase in solar 
radiation, as seen in the image. The maximum exit 
temperature of the heat transfer fluid was determined 

to be almost 14°C as a result of the three-day analysis.

 
Figure 7. Variation of the outlet temperature of the heat 

transfer fluid with time 
 
The electrical power's change over time is depicted in 
Figure 8. Throughout the analysis time, the solar 
radiation value changed simultaneously with the 
electrical power produced by the PV collector and the 
PV/T panel, and the highest electrical efficiency was 
attained at noon when the radiation was at its highest. 

 
Figure 8. Variation of the electrical power with time 

 
Figure 9 depicts the fluctuation in the working fluid 
outlet temperature and PV/T surface temperature for 
the chosen three days. The change of the PV/T surface 
temperature and the working fluid outlet temperature 
follow the same trend, as shown in the figure. In rare 
circumstances, the working fluid's output temperature 
climbs above the PV/T surface temperature. This is due 
to the fact that just the mass and specific heat of the 
working fluid are taken into account in the PV/T 
mathematical modeling, but the PV/T has no resistance 
and heats up and cools down quickly. 
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Figure 9. Variation of the outlet temperature of the heat 

transfer fluid and PV/T surface temperature 
with time 

 
Figure 10 shows the thermal efficiency based on the (Tin 
- Tamb) / Isolar ratio, which is an indicator for evaluating 
the performance of PV/T. As can be observed in the 
figure, for flow rates of 0.03, 0.1, 0.2, 0.3, and 0.36 kg/s, 
there was a tendency for thermal efficiency to decrease 
as the (Tin - Tamb) / Isolar increased due to the rise in heat 
losses due to the temperature difference between the 
working fluid and the ambient air. In addition, 
verification studies were carried out considering the 
reference study of Kim and Kim [23], and the average 
efficiency at a flow rate of 0.36 kg/s reached the highest 
value of 40% when the difference between the inlet 
temperature and the ambient temperature was zero. As 
seen in the figure, in the current study, thermal 
efficiency reaches 40% from 26% by raising the mass 
flow rate from 0.03 kg/s to 0.36 kg/s under 800 W/m2 

radiation conditions. 
 

 
Figure 10. PV/T thermal efficiency curve according to 

ΔT/Isolar 
 
The variation of the electrical efficiency of PV/T 
according to the temperature difference is shown in 

Figure 11. As in thermal efficiency verification studies, 
electrical efficiency variation was observed for flow 
rates of 0.03, 0.1, 0.2, 0.3, and 0.36 kg/s depending on 
the (Tin - Tamb) / Isolar ratio. As can be seen in the figure, 
verification studies were carried out with the reference 
study of Kim and Kim [23], and it was observed that the 
ΔT/Isolar ratio and the electrical efficiency tended to 
decrease. 
 

 
Figure 11. PV/T electrical efficiency curve according to 

ΔT/Isolar 
 
4. Conclusions 

 
In this study, a mathematical model was conducted with 
the purpose of validating the water-ethylene glycol-
based PV/T panel. Based on the energy balance of the 
PV/T panel, which is made up of several parts, including 
PV cells, insulation, transparent cover, pipes, plate 
absorber, and fluid inside the pipe, a model has been 
created to predict the dynamic behavior of the PV/T 
panel. Comparing the data found in the literature 
allowed us to confirm that the obtained theoretical 
results were in good agreement. During the analyses, 
the mass flow rate was taken as 0.02 kg/s, and the 
change of PV/T surface temperature, fluid outlet 
temperature, and electrical power over time was 
calculated for three days selected in İzmir conditions. 
As a result of analysis, the maximum surface 
temperature of PV/T panel’s is 56.62°C. Also, the 
maximum power of PV/T is calculated as 155 W. 
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